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Parameter Value

Cathode Material Tungsten

Targets Material Ti ( K� 4.5keV),Mo 
(K� 17.4keV),W (L�
8.4keV, K�
59.3keV),Ag(K� 22.2 
keV)X-Ray Output 

Windows Material 
/Thickness

Beryllium / 0.5mm

X-Ray Tube Voltage 
Setting Range

20kV – 160kV

X-Ray Tube Current 
Setting Range

0 � A – 200 � A

Expected Resolution 1� m

X-ray Beam Angle 120 degrees



X – ray tube spectra



Number of projections needed =� /2 * image width (in pixels)
6000 projections * 15MB = 90 000 MB = 90 GB

Parameter Value

Pixels number About 11 million  (4008x2670)

Pixel’s size 15� m x 15 � m 

Scintilator material Gadolinium Oxysulphide 

Optimum energy 2 keV to 30 keV

Connection Via frame grabber card





Object manipulator

Parameter Value

Size 24 x 24 x 15 mm

Linear Travel 7 mm

Symmetry of motion 3-5 %

Maximum load 100 g

Accuracy 0.5 � m   /   0.1”

Material Ti, PZT Ceramics

Connection RS-232, USB via ontroller
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Software system

dark images + flat fields

+



Quality of reconstructed image
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Sensitivity factor:   S =

For instance: Ti tagret 4.5 keV, 
Object diameter D= 0,5 [mm], 
Carbon m = 57 cm -1 (at 4,5 keV) 
m D = 2.8 
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µ - linear attenuation coefficient
D – diameter of the object



Does it work ? - Test images



beam # of 
projections

Single 
projection 
acquisiton 

time

# of voxels Voxel ‘s size

W target (8,4 keV) 500
(500x333)

� 20 500x500x311 10x10x15 µm



Examples ..

Beam # of 
projections

Single 
projection 
acquisiton 

time

# of voxels Voxel ‘s size

W target (8,4 keV) � 50 744x744x500 7µm 500
(744x666)



Examples ..

Beam # of 
projections

Single 
projection 
acquisiton 

time

# of voxels Voxel ‘s size

W target (4,5 keV) � 50 744x744x500 7µm 500
(744x666)



RINGS



Artefacts – Beam hardening
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